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PACKING LIST
Tamanho | Espessura | Pecas/Cx m2/Cx Kg/Cx Cx/Palete | m2/Palete | Medida Palete
60x60 8,5mm 4 1,44 28,5 40 57,60 925x1100mm
60x120 9,0mm 2 1,44 31 28 43,20 750x1200mm

Colortile Quality Standards

Stancards occording 10 ISO 13006 Annex G - EN 14411 Annex G Dry - Pressed Cercric Tiles Group Blo (Eo £ 0 5%)

Test Requirements Colortile Values
Techrcal Feature Method
* I mm * mm
A Dimensions and Surface Quality
Lergth and Wiath + 08% £20 £+ 020% 10
Trickress +SO% :t 0S5 + S00% QS5
Straighiness of Sdes + Q5% =15 + 0 20% =10
Rectangularity + O 5% 20 + 0 20% 12
UNIEN '
Surfoce Flatress 50 10545-2
a) Centre curvature +05% 20 + 0 20% 10
b) Edge curvature t OS% t20 t 020% 10
) Warpage +t Q8% t20 + Q20% £10
[ A mivmum of 952 o"!M'.uu mlbal'v-‘ A
Surface Oualty frem visin e dofects that weuldimparr the Complant
cppecrunce of & mesor ored of Thes .
B Physicol Properties
UNIEN , £ £ O 5% N FasOI%
Water Absoration 150 105453 '”{::i{:'.:'“:‘:‘:;ﬂoc'gx {obsorned watermass)
Breakng Strength Mn 1300 N 1700 N
UNIEN
r 1 - e =
Modulus of Rupture 50 5454 PRI ISR ES B et > 27 Njrmer*
Indradual rririmum 32 Nrm
JNIEN 3
Frost Resistarce 1SO 10545-12 Reguirea Complont
Confhoert of | ~ecrr Thermal UNIEN
Exporzon From Amomat - Reguired 8 x 10" K' max

Termperabare tal00%
Scratch Hordwess (Mahs wae)
Croazing Resisiance

C Chemicol Properties
Resistance to Stainng

Resstance to Househeld Chemcals
ond Sammng Pool Solts

Hesstance 1o Low Concentrotons
of Acxis and Akois

Resstonce to High Concentrotons
of Acds and Alkaks

50 10545-8

ENIO

UN ER
150 10545-11

UNIEN
150 10545-14

UNIEN
I1SO 10545-13

Declored oy the progucer

Declored oy The predicer

Minimum Class 3

Mintmuam GB

To be reportea

To oe reported

3 to 8 Depends on Finsh & Color
4 Cycle Pas

G

GLA

GHA



